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Test Description Result Unit Method__________________________________________________________________________________________

Viscosity Kinematic 40°C                222,10 mm2/s ASTM D445
Appearance                              Normal - VISUAL
Foam Chara.(Seq.I),Tendency             0 ml ASTM D892
Foam Chara.(Seq.I),Stablity             0 ml ASTM D892
Foam.Chara.(Seq.II),Tendency            0 ml ASTM D892
Foam. Chara.(Seq.II),Stablity           0 ml ASTM D892
Foam.Chara.(Seq.III),Tendency           0 ml ASTM D892
Foam.Chara.(Seq.III),Stablity           0 ml ASTM D892
Calcium Content by ICP PPM              <1,0 mg/kg ASTM D4951
Phosphorus Content by ICP %M            0,0410 %(m) ASTM D4951__________________________________________________________________________________________
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 Shell France, Etablissement de Nanterre, maintains a Quality and 
 Environmental Control System to ensure product supplied meets required 
 specifications and is manufactured in an ISO 9001 and ISO 14001 facility 
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Certificate of Analysis

Material 550071274 Date Manufactured 21 Oct 2025
Material Description Omala S4 GXV 220 1*20L JC Date Tested 21 Oct 2025
Batch Number 12536440


